B COMNON PARKING STRUCTURE DEFICIENCIES

DEFICIENCY EXAMPLE DEFICIENCY EXAMPLE
TRAFFIC DOUBLE TEE
COATING BEARING PAD
SEALANT DOUBLE TEE SEAT
CRACK
EXPANSION DOUBLE TEE SEAT
JOINT SPALL
BROKEN WHEEL [} =8 BEAM SUPPORT | =
STOP | BEARING PAD B
PONDING BEAM SUPPORT [
CRACK
BEAM SUPPORT |
DRAIN INLETS ALl
SLAB CRACK COLUMN CORBEL
SPALL
SLAB SPALL SHEAR CRACK
SLAB IMPACT DAMAGE
DELAMINATION
DOUBLE TEE
SHEAR FLEXURE CRACK
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